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Rewrite the following sentences in correct form

Natural fibers are vegetable fibers and animal fibers

Short fibers are called fabrics

250 yield is equal 1800 Denier

Rayon is synthetic fibers and was made from synthetic polymers

If 100 hanks weighs 226.8 gram, this means that cotton count equal 100.
The first process in production of synthetic fibers is spinning process
Spinning process in which filaments is converted into yarn.

In ginning process, the separation of cotton from cottonseed
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The cotton is composed of cellulose only

10.Nylon is man-modified non cellulosic fibers

11.In microfiber, the weight of 9 kilometer of fiber equal 18 gram.

12.The aramid fibers are class of polyester.

13.The raw cotton fiber , which can be spun into textile yarns, is called
cellulose.

14.The PET is aromatic polyester.

15.The final step in ginning process is production of cotton seed.



